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Description of Concrete Washout at
Construction Sites

Concrete and its ingredients

Concrete is a mixture of cement, water, and aggregate material.
Portland cement is made by heating a mixture of limestone and
clay containing oxides of calcium, aluminum, silicon and other
metals in a kiln and then pulverizing the resulting clinker. The
fine aggregate particles are usually sand. Coarse aggregate

is generally gravel or crushed stone. When cement is mixed
with water, a chemical reaction called hydration occurs, which
produces glue that binds the aggregates together to make
concrete.

Concrete washout

After concrete is poured at a construction site, the chutes of
ready mixed concrete trucks and hoppers of concrete pump
trucks must be washed out to remove the remaining concrete
before it hardens. Equipment such as wheelbarrows and hand
tools also need to be washed down. At the end of each work
day, the drums of concrete trucks must be washed out. This is
customarily done at the ready mixed batch plants, which are
usually off-site facilities, however large or rural construction
projects may have on-site batch plants. Cementitious (having
the properties of cement) washwater and solids also come from
using such construction materials as mortar, plaster, stucco,
and grout.

Environmental and Human Health Impacts

Construction workers should handle wet concrete and
washout water with care because it may cause skin irritation
and eye damage. If the washwater is dumped on the ground
(Fig. 1), it can run off the construction site to adjoining roads
and enter roadside storm drains, which discharge to surface
waters such as rivers, lakes, or estuaries. The red arrow in
Figure 2 points to a ready mixed truck chute that’s being
washed out into a roll-off bin, which isn’t watertight. Leaking
washwater, shown in the foreground, will likely follow similar
Figure 1. Chute

washwater being dumped
on the ground

Figure 2. Chute
washwater leaking from a
roll-off bin being used as a
washout container

paths to nearby surface waters. Rainfall may cause concrete
washout containers that are uncovered to overflow and also
transport the washwater to surface waters. Rainwater polluted
with concrete washwater can percolate down through the

soil and alter the soil chemistry, inhibit plant growth, and
contaminate the groundwater. Its high pH can increase

the toxicity of other substances in the surface waters and
soils. Figures 1 and 2 illustrate the need for better washout
management practices.

Best Management Practice Objectives

Concrete washout water (or washwater) is a slurry containing
toxic metals. It's also caustic and corrosive, having a pH

near 12. In comparison, Drano liquid drain cleaner has a pH
of 13.5. Caustic washwater can harm fish gills and eyes and
interfere with reproduction. The safe pH ranges for aquatic life
habitats are 6.5 — 9 for freshwater and 6.5 — 8.5 for saltwater.

Office of Water, 4203M
www.epa.gov/npdes/pubs/concretewashout.pdf
www.epa.gov/npdes/stormwater/menuofomps

The best management practice objectives for concrete washout
are to (a) collect and retain all the concrete washout water and
solids in leak proof containers, so that this caustic material
does not reach the soil surface and then migrate to surface
waters or into the ground water, and (b) recycle 100 percent

of the collected concrete washout water and solids. Another
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objective is to support the diversion of recyclable materials from
landfills. Table 1 shows how concrete washout materials can be
recycled and reused.

Table 1 - Recycling concrete

Concrete Washout Materials
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Reused to washout additional mixer |

truck chutes or drums

Reused as aready mixed concrete | | | X

ingredient

Reused as an ingredient of precast

concrete products, e.g., highway X X X X X

barriers, retaining wall blocks, riprap

Reused as crushed concrete
products, e.g., road base or fill

Reused to pave the yards of ready
mixed concrete plants

Returned back to a surface water,

! ¢
e.g., river, lake, or estuary X ‘

a. Fine particles of cementitious material (e.g., Portland cement, slag cement, fly ash,
silica fume)
Recyclable, if allowed by the concrete quality specifications

. Treated to reduce the pH and remove metals, so it can be delivered to a municipal
wasftewater treatment plant, where it is treated further and then returned to a natural
surface water

oo

Washwater recycling, treatment, disposal

Washwater from concrete truck
chutes, hand mixers, or other
equipment can be passed through
a system of weirs or filters to remove
solids and then be reused to wash
down more chutes and equipment
at the construction site or as an
ingredient for making additional
concrete. A three chamber washout
filter is shown in Figure 3. The first
stage collects the coarse aggregate.
The middle stage filters out the Figure 3. Concrete washout
small grit and sand. The third stage ~ fiter

has an array of tablets that filter

out fines and reduces the pH. The filtered washwater is then
discharged through a filter sock. An alternative is to pump the
washout water out of the washout container (Fig 4) and treat
the washwater off site to remove metals and reduce its pH,

so it can be delivered to a publicly owned treatment works
(POTW), also known as a municipal wastewater treatment plant,
which provides additional treatment allowing the washwater

to be discharged to a surface water. The POTW should be

contacted to inquire

about any pretreatment
requirements, i.e., the
National Pretreatment
Standards for Prohibited
Dischargers (40CFR 403.5)
before discharging the
washwater to the POTW.
The washwater can also Figure 4. Vacuuming washwater out of a
be retained in the washout  washout container for treatment and reuse
container and allowed to

evaporate, leaving only the hardened cementitious solids to be
recycled.

Solids recycling

The course aggregate materials that are washed off concrete
truck chutes into a washout container can be either separated
by a screen and placed in aggregate bins to be reused at
the construction site or returned to the ready mixed plant and
washed into a reclaimer (Fig. 5). When washed out into a
reclaimer, the fine and course aggregates are separated out
and placed in different
piles or bins to be reused
in making fresh concrete.
Reclaimers with settling
tanks separate cement
fines from the washwater,
and these fines can also
be used in new concrete
unless prohibited by the ) X

5 Figure 5. Ready mixed truck washing
user’s concrete quality out into a reclaimer
specifications.

Hardened concrete recycling

When the washwater in a construction site concrete washout
container has been removed or allowed to evaporate, the
hardened concrete that remains can be crushed (Fig. 6)

and reused as a construction material. It makes an excellent
aggregate for road base and can be used as fill at the
construction site or
delivered to a recycler.
Concrete recyclers can
be found at municipal
solid waste disposal
facilities, private

Figure 6. Crushed concrete stockpile and recycling plants, or large
crusher construction sites.
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Wet concrete recycling

Builders often order a little more ready mixed concrete than
they actually need, so it is common for concrete trucks to
have wet concrete remaining in their drum after a delivery. This
unused concrete can be returned to the ready mixed plant and
either (1) used to pour precast concrete products (e.g., highway
barriers, retaining wall blocks, riprap), (2) used to pave the
ready mixed plant’s yard, (3) washed into a reclaimer, or

(4) dumped on an impervious surface and allowed to harden,
so it can be crushed and recycled as aggregate. Unused wet
concrete should not be dumped on bare ground to harden at
construction sites because this can contribute to ground water
and surface water contamination.

Washout Containers

Different types of washout containers are available for
collecting, retaining, and recycling the washwater and solids
from washing down mixed truck chutes and pump truck
hoppers at construction sites.

Chute washout box

A chute washout box is mounted on the back of the ready
mixed truck. If the truck has three chutes, the following
procedure is used to perform the washout from the top down:
(1) after the pour is completed, the driver attaches the extension
chute to the washout box, (2) the driver then rotates the main
chute over the extension chute (Fig. 7) and washes down the
hopper first then the main chute, (3) finally the driver washes
down the flop down chute and last the extension chute hanging
on the box. All washwater and solids are captured in the box.
After the wash down,
washwater and solids are
returned to the ready mixed
plant for recycling. A filter
basket near the top of the
washout box separates out
the coarse aggregates so
they can be placed in a

bin for reuse either at the
construction site or back at
Figure 7. Chute washout box the cement plant.

Chute washout bucket and pump

After delivering ready mixed concrete and scraping the last of
the customer’s concrete down the chute, the driver hangs a
washout bucket shown in Figure 8 (see red arrow) on the end of
the truck’s chute and secures the hose to insure no leaks. The

driver then washes down
the chute into the bucket to
remove any cementitious
material before it hardens.
After washing out the chute,
the driver pumps (yellow
arrow points to the pump)
the washwater, sand, and

other fine solids from the Figure 8. Chute washout bucket and
pump

bucket up into the truck’s

drum to be returned to the

ready mixed plant, where it can be washed into a reclaimer.

A removable screen at the bottom of the washout bucket
prevents course aggregate from entering the pump. This
course aggregate can also be returned to the plant and added
to the coarse aggregate pile to be reused. All the materials are
recycled.

Hay bale and plastic washout pit

A washout pit made with hay bales and a plastic lining is shown
in Figure 9. Such pits can be dug into the ground or built above
grade. The plastic lining should be free of tears or holes that
would allow the washwater to escape (Fig. 10). After the pit is
used to wash down the chutes of multiple ready mixed trucks
and the washwater has evaporated or has been vacuumed off,
the remaining hardened solids can be broken up and removed
from the pit. This process may damage the hay bales and
plastic lining. If damage occurs, the pit will need to be repaired
and relined with new plastic. When the hardened solids are
removed, they may be bound up with the plastic lining and have
to be sent to a landfill, rather than recycled. Recyclers usually
accept only unmixed material. If the pit is going to be emptied
and repaired more than a few times, the hay bales and plastic
will be generating additional solid waste. Ready mixed concrete

Figure 9. Hay bale and plastic
washout pit

Figure 10. Leaking
washout pit that
has not been well
maintained
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trucks can use hay bale washout pits, but concrete pump subsequent discharge to a surface water. Everything is recycled
trucks have a low hanging hopper in the back that may prevent  or treated sufficiently to be returned to a natural surface water.

their being washed out into bale-lined pits. Figure 14. Pump truck using the
ramp to wash out into a roll-off bin

Vinyl washout container

The vinyl washout
container (Fig. 11) is
portable, reusable, and
easier to install than a

hay bale washout pit.

The biodegradable filter
bag (Fig. 12) assists in
extracting the concrete solids and prolongs the life of the vinyl
container. When the bag is lifted, the water is filtered out and
the remaining concrete solids and the bag can be disposed of
together in a landfill, or the hardened concrete can be delivered
to arecycler. After the solids have been removed several times
and the container is full of washwater, the washwater can be
allowed to evaporate, so the container can be reused. The Another metal, portable, washout container, which has a
washwater can be removed more quickly by placing another rain cover to prevent overflowing, is shown in Figure 16. It is
filter bag in the container accompanied by an onsite washwater treatment unit, which
and spreading water gelling reduces the pH and uses a forced weir tank system to remove
granules evenly across the the coarse aggregate, fine aggregate, and cement fines. The
water. In about five minutes, washwater can
the water in the filter bag will then be reused at
turn into a gel that can be the construction
removed with the bag. Then site to wash

the gel and filter bag can be a out other mixer
disposed to together. Figure 12. Extracting the concrete truck chutes

Figure 15.
Delivering
hardened Concrete
to a recycler

Figure 11. Viny/ washout pit with filter bag

. solids or gefled washwater and equment' Figure 16. Washout container with a rain cover and
Metal washout container The solids are onsite washwater treatment
The metal roll-off bin (Fig. 13) is designed to securely contain allowed to harden
concrete washwater and solids and is portable and reusable. together and can
It also has a ramp that allows concrete pump trucks to wash be taken to a concrete
out their hoppers (Fig. 14). Roll-off providers offer recycling recycler (Fig. 17) to be
services, such as, picking up the roll-off bins after the crushed and used as
washwater has evaporated and the solids have hardened, road base or aggregate
replacing them with for making precast

empty washout bins, and
delivering the hardened
concrete to a recycler

(Fig. 15), rather than a
landfill. Some providers will

products, such as

retaining wall blocks. All Figure 17. Delivering hardened concrete
materials are recycled. to a recycler

Siting Washout Facilities

vacuum off the washwater,

) Concrete washout facilities, such as washout pits and vinyl
treat it to remove metals and

R or metal washout containers, should be placed in locations
reduce the pH, deliver it to @ that provide convenient access to concrete trucks, preferably

wastewater treatment PlaNt b e 13. Mier truck being washedout near the area where concrete is being poured. However they
for additional treatment and  into a rol-off bin
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should not be placed within 50 feet of storm drains, open Reference

Inlet Sediment Trap @

DEFINITION
A temporary protective device formed at or
around an inlet to a storm drain to trap sediment.

PURPOSE

To prevent sediment from entering a storm
drainage systems prior to permanent stabilization
of the disturbed area draining to the inlet.

CONDITIONS
All storm drain drop inlets that receive runoff
from disturbed areas.

DESIGN CRITERIA

Through testing there are two different
categories (high retention and high flow)
supported. In areas where BMPs are being used
on paved surfaces, or safety is a concern, the
potentially negative effects of ponding should be
taken into account. In such cases, a high flow
BMP is preferred.

On unpaved areas where ponding will not
cause a safety hazard, high retention shall be
taken into account. If high retention is not used
in this situation a rationale shall be given on the
plan and an unpaved application should apply.

Sediment traps must be self-draining unless
they are otherwise protected in an approved
fashion that will not present a safety hazard. The
drainage area entering the inlet sediment trap
shall be no greater than one acre.

If runoff may bypass the protected inlet, a
temporary dike should be constructed on the
down slope side of the structure. Also, a stone

filter ring may be used on the up slope side of
the inlet to slow runoff and filter larger soil par-
ticles. Refer to Fr-Stone Filter Ring.

CONSTRUCTION SPECIFICATIONS
Excavated Inlet Sediment Trap

An excavation may be created around the
inlet sediment trap to provide additional sediment
storage. The trap shall be sized to provide a
minimum storage capacity calculated at the rate
of 67 cubic yards per acre of drainage area. A
minimum depth of 1.5 feet for sediment storage
should be provided. Side slopes shall not be
steeper than 2:1.

Sediment traps may be constructed on natu-
ral ground surface, on an excavated surface, or
on machine compacted fill, provided they have a
non-erodible outlet.

Filter Fabric with
Supporting Frame

This method of inlet protection is applicable
where the inlet drains a relatively flat area (slope
no greater than 5%) and shall not apply to inlets
receiving concentrated flows, such as in street
or highway medians. As shown in Figure 6-28.1,
Type S silt fence supported by steel posts should
be used. The stakes shall be spaced evenly
around the perimeter of the inlet a maximum of
3 feet apart, and securely driven into the ground,
approximately 18 inches deep. The fabric shall
be 36 inches tall and entrenched 12 inches and
backfilled with crushed stone or compacted soil.
Fabric and wire shall be securely fastened to
the posts, and fabric ends must be overlapped
a minimum of 18 inches or wrapped together
around a post to provide a continuous fabric bar-
rier around the inlet.

Baffle Box @

For inlets receiving runoff with a higher vol-
ume or velocity, a baffle box inlet sediment trap
should be used. As shown in Figure 6-28.2, the
baffle box shall be constructed of 2” x 4” boards
spaced a maximum of 1 inch apart or of plywood
with weep holes 2 inches in diameter. The weep
holes shall be placed approximately 6 inches on
center vertically and horizontally. Gravel shall be
placed outside the box, all around the inlet, to a
depth of 2 to 4 inches. The entire box is wrapped

ditches, or waterbodies. Appropriate gravel or rock should
cover approaches to concrete washout facilities when they are
located on undeveloped property. On large sites with extensive
concrete work, washouts should be placed at multiple locations
for ease of use by ready mixed truck drivers. If the washout
facility is not within view from the pour location, signage will be
needed to direct the truck drivers.

NRMCA 2009. Environmental Management in the Ready
Mixed Concrete Industry. 2PEMRM. 1st edition. By Gary M.
Mullins. Silver Springs, MD: National Ready Mixed Concrete
Association.

Websites and Videos

Construction Materials Recycling Association

Operating and Inspecting Washout www.concreterecycling.org

Facilities

Concrete washout facilities should be inspected daily and after ~ National Ready Mixed Concrete Association

heavy rains to check for leaks, identify any plastic linings and www.nrmca.org
sidewalls have been damaged by construction activities, and
determine whether they have been filled to over 75 percent
capacity. When the washout container is filled to over

75 percent of its capacity, the washwater should be vacuumed
off or allowed to evaporate to avoid overflows. Then when the
remaining cementitious solids have hardened, they should be
removed and recycled. Damages to the container should be
repaired promptly. Before heavy rains, the washout container's
liquid level should be lowered or the container should be

National Ready Mixed Concrete Research and Education
Foundation
www.rme-foundation.org

Additional information and videos on concrete washout
containers and systems can be found by a web search for
“concrete washout.”

covered to avoid an overflow during the rain storm. PhOtOQraph Credits
Figures 1, 2. Mark Jenkins, Concrete Washout Systems, Inc.
Educating Concrete Subcontractors Figure 3. Mark Shaw, Ultra Tech International, Inc.

Figure 4. Mark Jenkins, Concrete Washout Systems, Inc.
The construction site superintendent should make ready mixed

truck drivers aware of washout facility locations and be watchful
for improper dumping of cementitious material. In addition,
concrete washout requirements should be included in contracts
with concrete delivery companies.

Figure 5. Christopher Crouch, CCI Consulting

Figure 6. William Turley, Construction Materials Recycling Association
Figure 7. Brad Burke, Innovative Concrete Solutions, LLC

Figure 8. Ron Lankester, Enviroguard

Figures 9, 10. Mark Jenkins, Concrete Washout Systems, Inc.
Figures 11, 12. Tom Card, RTC Supply

Figures 13, 14, 15. Mark Jenkins, Concrete Washout Systems, Inc.
Figures 16, 17. Rick Abney Sr., Waste Crete Systems, LLP

Disclaimer
Please note that EPA has provided external links because they provide additional information that may be useful or interesting. EPA cannot attest to the
accuracy of non-EPA information provided by these third-party websites and does not endorse any non-government organizations or their products or services.
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PG 1
in Type C filter fabric that shall be entrenched 12 a distance of 4 feet from each side of the inlet
inches and backfilled. structure. Sod strips shall be staggered so that

adjacent strip ends are not aligned.
Block and Gravel
Drop Inlet Protection Curb Inlet Protection
This method of inlet protection is applicable Once pavement has been installed, a curb
where heavy flows are expected and where an inlet filter shall be installed on inlets receiving
overflow capacity is necessary to prevent exces- runoff from disturbed areas. This method of inlet
sive ponding around the structure. As shown in protection shall be removed if a safety hazard is
Figure 6-28.3, one block is placed on each side created.
of the structure on its side in the bottom row to
allow pool drainage. The foundation should be One method of curb inlet protection uses
excavated at least 2 inches below the crest of the “pigs-in-a-blanket’- 8-inch concrete blocks
storm drain. The bottom row of blocks is placed wrapped in filter fabric. See Figure 6-28.6. An-
against the edge of the storm drain for lateral other method uses gravel bags constructed by
support and to avoid washouts when overflow wrapping DOT #57 stone with filter fabric, wire,
occurs. If needed, lateral support may be given plastic mesh, or equivalent material.
to subsequent rows by placing 2” x 4” wood
studs through block openings. Hardware cloth A gap of approximately 4 inches shall be left
or comparable wire mesh with 1/2 inch openings between the inlet filter and the inlet to allow for
shall be fitted over all block openings to hold overflow and prevent hazardous ponding in the
gravel in place. Clean gravel should be placed 2 roadway. Proper installation and maintenance
inches below the top of the block on a 2:1 slope are crucial due to possible ponding in the road-
or flatter and smoothed to an even grade. DOT way, resulting in a hazardous condition.
#57 washed stone is recommended. Several other methods are available to prevent
the entry of sediment into storm drain in-
lets.
Gravel drop Inlet Protection
Figure 6-28.7 shows one of these alternative
This method of inlet protection is applicable methods.
where heavy concentrated flows are expected.
As shown in Figure 6-28.4, stone and gravel are MAINTENANCE
used to trap sediment. The slope toward the inlet The trap shall be inspected daily and after
shall be no steeper than 3:1. A minimum 1 foot each rain, and repairs made as needed. Sedi-
wide level stone area shall be left between the ment shall be removed when the sediment has
structure and around the inlet to prevent gravel accumulated to one-half the height of the trap.
from entering the inlet. On the slope toward Sediment shall be removed from curb inlet pro-
the inlet, stone 3 inches in diameter and larger tection immediately. For excavated inlet sediment
should be used. On the slope away from the traps, sediment shall be removed when one-half
inlet, 1/2 to 3/4 inch gravel (#57 washed stone) of the sediment storage capacity has been lost
should be used at a minimum thickness of 1 foot. to sediment accumulation. Sod inlet protection
shall be maintained as specified in Ds4 - Dis-
Sod Inlet Protection turbed Area Stabilization (With Sodding).
This method of inlet protection is applicable Sediment shall not be washed into the inlet. It
only at the time of permanent seeding, to protect shall be removed from the sediment trap, dis-
the inlet from sediment and mulch material until posed of and stabilized so that it will not enter
permanent vegetation has become established. the inlet again.
As shown in Figure 6-28.5, the sod shall be
placed to form a turf mat covering the soil for When the contributing drainage area has
been permanently stabilized, all materials and
any sediment shall be removed, and either
6-148 GSWCC 2016 Edition
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salvaged or disposed of properly. The disturbed
area shall be brought to proper grade, then
smoothed and compacted. Appropriately stabilize
all disturbed areas around the inlet.

PG 3

NOTES :

1. INSTALL FILTER AFTER ANY ASPHALT PAVEMENT INSTALLATION.

2. WRAP 8" CONCRETE BLOCKS IN FILTER FABRIC AND SPAN ACROSS CATCH BASIN INLET.

3. FACE OPENING IN BLOCKS OUTWARD.

4. LEAVE A GAP OF APPROXIMATELY 4" BETWEEN THE CURB AND THE FILTERS TO ALLOW FOR OVERFLOW TO PREVENT HAZARDOUS PONDING.
5. INSTALL OUTLET PROTECTION BELOW STORM DRAIN OUTLETS.

8" CONCRETE BLOCK

WRAPPED IN FILTER

fie] T4 TE1i T Tl Tl T T e e

RS

PAVEMENT

FLOW

8" CONCRETE BLOCK WRAPPED
IN FILTER FABRIC

FABRIC
FLOW

PAVEMENT

GUTrER/

[~~—CATCH BASIN

o

SECTION A-A

NOTE: INSTALL FILTER AFTER ANY ASPHALT
PAVING

"PIGS IN BLANKET"

CURB INLET PROTECTION

N.T.S.

Brown o

Caldwell g

BROWN AND CALDWELL
900 HAMMOND DRIVE, SUITE 500

ATLANTA, GA 30328

- wendel

THIS DRAWING IS NOT VALID
FOR CONSTRUCTION
PURPOSES UNLESS IT BEARS
THE SEAL AND SIGNATURE OF
A DULY REGISTERED
PROFESSIONAL

CONSTRUCTION
DOCUMENTS

07/01/2026

NCWSA OFFICE
ADDITION

REVISIONS

REV | DATE DESCRIPTION
, LINE IS 2 INCHES \
! AT FULL SIZE !

DESIGNED: B.FLIEG

DRAWN: B.FLIEG

CHECKED: K.DEVENDORF

CHECKED:

APPROVED:

FILENAME
203000-C-216.dwg

BC PROJECT NUMBER

CLIENT PROJECT NUMBER

UTILITIES PROTECTION CENTER

CALL FREE
CALL: 811

BO0-2B2-T411
WEB: MY.GEORG|AB11.COM

THREE WORKING DAYS BEFORE YOU DIG

CIVIL

SEDIMENT AND
EROSION CONTROL
DETAILS 3

DRAWING NUMBER

C-216

6




